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19A81A0328 |KONIJETI GANGADHARA RAO WEAR BEHAVIOUR AND
19A81A0339 [MUTYALA SATISH Dr. MECHANICAL
CHARACTERIZATION OF PURE
1 .V.N.S.R.
19A81A0354 |THOTA TARUN G.V.N.S.R.Ratnakara ALUMINIUM REINFORCEMENT
19A81A0325 [KENGAM NAGA VENKATA SAI BABU Rao WITH RHA BY USING POWDER
19A81A0345 [PULAPA DURGA SRINIVAS METALLURGY METHOD
19A81A0334 |METTAPALLI AJAY KUMAR
19A81A0313 |DHANUKOTI BALAKANTH Design, manufacturing and
2 19A81A0355 [TUMU SAI RAVI DEEPAK Dr. M.V.Ramesh [testing of A/c remote holder by
19A81A0356 |VAKA SURYA VAMSI using additive manufacturing
19A81A0318 |GUBBALA PEDDIRAJU
19A81A0326 |KOMMOJU PAVAN DURGA KUMAR
19A81A0324 |KARUTURI SOMA SEKHAR
Mr. K.Sri Rama FABRICATION OF AUTOMATIC
3 |18A81A0381 |UGGAM SIVA NAGA RAJU - K. SORTING MACHINE USING
19A81A0357 |VALAVALA KUMAR SRI SAI VEERA Murthy IMAGE PROCESSING
VENKATA SWAMY
19A81A0306 |BANDELA ACHYUTHA CHANDRA SEKHAR
19A81A0329 |MADICHERLA VINAY KUMAR
19A81A0327 |KONA BALA SANKARA VAMSI KRISHNA MICROSTRUCTURE AND
MECHANICAL PROPERTIES OF
4 BAL . B.N.V.Srini
19A81A0305 [BALAY MOHAN KUMAR Mr. B.N.V.Srinivas POWDER METALLURGY
19A81A0319 [INDUKURI ASHOK KUMAR VARMA Al—Cr3C2 COMPOSITE
19A81A0301 |ADDALA TIRUMALA SRI SAI MANI KRISHNA
19A81A0361 |VUPPALA DAEDEEP KRISHNA
Multi-response optimization of
19A81A0360 |VINUKONDA SAI GANESH turning parameters with VIKOR
5 |19A81A0315 [MEDICHERLA SRI SATHWIK Mr. S.Chandrasekhar ENTROPY method on
19A81A0331 |MAMIDISETTI LAKSHMANA RAO machining of AA6061-Tib2 in-
situ composites.
19A81A0341 |NAKKA PHANEENDRA
18A81A0320 |KASA JNANA VEERA MANIKANTA
19A81A0320 |/ANAPAREDDY ANAND VENKATA KUMAR
Path Planning for Mobi
6 [19A81A0310 |CHINTA NIKHIL AJAY BABU Dr. M.V.Ramesh ath Planning for Mobile
Robots using Python
19A81A0350 |SEENI VISWA KIREET!
19A81A0336 |MOKKAPATI SURYA PRAKASH
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20A85A0308 [DONKA YUVARAIJU
EFFECT OF DEEP CRYOGENIC
20A85A0303 [BADAM SATISH TREATMENT ON HARDNESS
7 |20A85A0312 |GAJJELA RAVI TEJA Mr. M.Venkatesh | AND IMPACT STRENGTH OF
20A85A0310 |DWARAMPUDI RUPESH REDDY AlSI 316L
STAINLESS STEEL
20A85A0352 |YALLA CHANDU
20A85A0315 |GOPIREDDI SAI
20A85A0334 [NARAYANA SAI SUBRAHMANYAM Experimental investigation on a
. double slope solar still with
8 |20A85A0323 |KOMMIREDDY VINAY PALLAPARAO Dr. S.S.R.Kousik . .
bottom finned absorber basin
20A85A0311 [ERICHARLA PRASANNA KUMAR & Energy storage material
20A85A0324 |KONDETI MANOJ
20A85A0346 |[ROBBI TARUN KUMAR
Experimental investigation of
20A85A0348 |SONTENA CHANDAN Rectangular pyramid solar still
9 |20A85A0342 |PULAVARTHI SAI NAGENDRA Dr. S.S.R.Kousik | with bottom finned absorber
20A85A0343 [PUPPALA SAI PHANINDRA basin & E”frg_ylswrage
materia
20A85A0302 [ANANDAM SATYA KRISHNA PRASANTH
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