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Number
1 17A85A0105 |GANISETTI NAGA VEERA VENKATA ANIL KUMAR
2 1 17A85A0123 |VEGISETTI SAI CHAITANYA EFFECT OF LIME AND QUARRY DUST ON J Viiaya Chandra
3 16A81A0121 |KOTTU SAIDEEPAK STABILIZATION OF BLACK COTTON SOIL 12y
4 16A81A0111 |CHITAKANA SRI ANUSHA
5 16A81A0123 |MANUKONDA KALYAN
6 16A81A0139 |TAMMA PAVANA GANGA TILAK VEERA BHADRA RAO EVALUTION OF ENGINEERING
2 PROPERTIES OF CLAY SOIL BY ADDITION G Radhakrishnan
7 16A81A0127 |PABBULETI ARUN KALYAN OF FLY ASH AND COIR FIBRE
8 16A81A0102 |BANDI VENKUTA MAHESSH
9 17A85A0111 |MADDIPATI RENUKA
10 16A81A0105 |BOORA BALA ANJANI EXPERMENTAL INVESTIGATION ON
3 PARTIAL REPLACEMENT OF COARSE AND A Sudheer
1 16A81A0101 |AKKABATHULA ANILKANTH FINE AGGREGATES WITH BROKEN TILES
12 17A85A0102 (BOBBADI KIRAN AND POND ASH IN CONCRETE
13 16A81A0104 |BODAPATI VENKATA SOWMYA
14 16A81A0142 |TENNETI KALPANA )
4 STABILIZATION OF BLACK COTTON SOIL J Vijaya Chandra
15 16A81A0116 |KARRI DINESH REDDY BY USING TYRE GRANULES AND GYPSUM
16 15A81A0137 [POLIMETLA PRAKASH STALIN POWDER
17 16A85A0108 |GORRELA MANIKANTA
18 16A81A0112 |GUDAPATI VENKATESH stabilation of cohesive soils using ground
19 5 granulatated blast bfurnace slag (GGBS) A Sudheer
17A85A0114 [PENMATSA SIVA NAGA VENKATA BHUPATHI RAJU AND POND ASH
20 16A81A0138 |SIGHAKOLI BHARATH
21 16A81A0108 |CHILUKURI LAKSHMI VARA PRASAD
22 16A81A0118 |[KODAVATI MALLIKHARJUNA RAO FEASIBILITY STUDY OF INCORPORATING .
6 COPPER SLAG AS A FINE AGGREGATE T .Yeswanth Sai
23 16A81A0144 [VEDULLA GEETHA SRAVANI SUBSTITUTE TO ATTAIN SUSTAINABLE
24 17A85A0108 |[KOLLI RUSHIKANTA CONCRETE
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25 16A81A0115 |JAYAMANGALA MURALI MOHAN . . .
26 7 | 17A85A0104 [LAVETI GUNA SEKHAR Study on geo reinforced expansive soil by T Naga Seshu Babu
using CBR test
27 17A85A0106 |JAVVADI PHANIKUMAR
28 17A85A0117 |PULAVARTHHI LAKSHMI KRANTHI
29 g 16A81A0126 |[NAKKA VINAYASIVA SRINIVAS EXPERIMENTAL STUDY ON PALM SHELL )
20 1 6A81A0106 |CHEERLA APPARAG ASH AND QURRY DUST AS REPLACEMENT T Yeswanth Sai
TO CEMENT AND FINE AGGREGATE IN
32 17A85A0113 |MALLESWARAPU YAKOB
33 17A85A0101 |KARRI SITARAMANJANEYULU
o 9 AN EXPERIMENTAL STUDY ON EFFECTS T Naga Seshu Babu
16A81A0103 |BAVIRISETTY SHANMUKA DURGA BALAJI OF FILLERS ON STABILITY PROPERTIES OF
35 17A85A0122 [TUMMALAPALLI LOKESH BITUMINOUS MIX CONCRETE
36 16A81A0140 |TANANKI LAHARI
37 10 16A81A0134 |RAVOORI NAGA DURGA VARA PRASAD STUDY ON BLACK COTTON SOIL BRICKS B.GIREESHA
38 16A81A0143 |[TIRUMANI SAIRAM WITH VARIOUS ADMIXTURES ’
39 17A85A0112 |[MADDUKURI LOKESH CHOWDARY
40 17A85A0118 [OLETI PRASANTH
41 11 16A81A0109 |CHINNAM SATYA SWAROOP STABILIZATION OF BLACK COTTON SOIL G. Radha Krishnan
42 17A85A0103 |CHILLA SURESH USING FLY ASH.
43 17A85A0107 |KADALI JAYASRI
44 17A85A0109 |[KOMARTHI DURGA ADITYA A COMPREHENSIVE STYDY ON PARTIAL
5 12 REPLACEMENT OF CEMENT WITH S Nagarjuna
16A81A0136 |SEETHALA GOWTHAM SAI SURYA KISHORE SUGARCANE BAGASSE ASH, RICE HUCK
46 17A85A0115 |PITTA TARUN BABU ASH & STONE DUST IN CONCRETE.
47 16A81A0141 |TEGADA RAJESH EXPERMENTAL ANALYSIS ON SELF
48 16A81A0131 |PATTULA RAMBABU COMPACTED CONCRETE BY THE PARTIAL
13 REPLACEMENT OF FINE AGGREGATES V. L. D Prasad Reddy
49 16A81A0119 |KODURI NAGA SURYA RAGHAVENDRA BABU WITH COPPER SLAG USING MAGNETIC
WATER
50 17A85A0121 |PAMMI SUSHIL CHANDRA KUMAR EXPERIMENTAL ANALYSIS ON THE
51 16A81A0132 |PILLA GANESH EFFECTS OF MAGNETIC WATER WITH
= 14 PARTIAL REPLACEMENT OF FINE V. L. D Prasad Reddy
16A81A0125 |NAKKA AKRHIL AGGREGATE WITH GLASSPOWDER IN
53 16A81A0120 [KOMMINA MOUNISHA SELF COMPACTING CONCRETE.
54 16A81A0124 [NAGIREDDY HARI SAI PRASAD AN EXPERMENTAL STUDY ON STRENGTH




Batch

S.NO REG.NO Name of the student Project Title Name of the Guide
Number
55 17A85A0116 [PULAPARTHI HAREESH SWAMY NAIDU PROPEKTIES OF CONCKETE USING
15 PARTIAL REPLACEMENT OF RECYCLED P N V Durga Prasad
56 17A85A0117 |PULAVARTHHI LAKSHMI KRANTHI AGGREGATES USING SILICA FUME & GGBS
57 16A81A0128 [PALLI KAILASHMAHARSHI AS ADMIXTURE
58 16A81A0133 [POLINA JAHNAVI DEVI ANALYTICAL STUDY OF PHYSICAL AND
59 16A81A0107 [CHENNAPARAPU VEERA VENKATA SATYANARAYANA MECHANICAL PROPERTIES FOR THE
16 B.GIREESHA
60 16A81A0122 [MANDAPALLI PAVAN VENKATA RAMANA PRASAD PARTIALLY REPLACING NATURAL RIVER
SAND WITH WASTE FOUNDARY SAND IN
61 16A81A0114 [JANNI BALA MANEENDRA GOUD CONCRETE.
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